
 

0

100

200

300

400

500

600

700

0 0.005 0.01 0.015 0.02 0.025 0.03 0.035

Fl
ex

u
ra

l S
tr

es
s 

(M
P

a)

Flexural Strain

Hybrid Hot Wet

sample1 sample2 sample3 sample4 sample5


